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Group
 

N Mean ± SD F value P value

Group 1 

 
Enamel Vs  Enamel

 

15 6.09 ± 0.24

1.85 0.113, NS

Group 2 

 

Enamel Vs  FRC disc
15 5.88 ± 0.31

Group 3 

Enamel Vs Autoglaze 

metal ceramic disc

15 5.88 ± 0.36

Group 4 

Enamel Vs  Overglaze 

metal ceramic disc

15 5.88 ± 0.29

Group 5 

Enamel Vs  Polish metal 

ceramic disc

15 5.92 ± 0.33

Group 6 

Enamel Vs PEEK disc
15 6.09 ± 0.25
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Group

 

N Mean ± SD F value P value

Group 1 

 

Enamel Vs  Enamel

 

15 0.0002 ± 0.00

40.31 0.000*

Group 2 

 

Enamel Vs  FRC disc
15 0.0009 ± 0.00

Group 3 

Enamel Vs Autoglaze metal 

ceramic disc

15 0.0013 ± 0.00

Group 4 

Enamel Vs  Overglaze metal 

ceramic disc

15 0.0019 ± 0.00

Group 5 

Enamel Vs  Polish metal 

ceramic disc

15 0.0010 ± 0.00

Group 6 

Enamel Vs PEEK disc
15 0.0004 ± 0.00
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COMPARISON OF MEAN WEIGHT 
LOSS AFTER 5000 ROTATIONS

Mean Value

Group
 
N Mean ± SD F value P value

Group 1 

 Enamel Vs  Enamel

 

15 0.0003 ± 0.00

48.21 0.000*

Group 2 

 

Enamel Vs  FRC disc

15 0.0015 ± 0.00

Group 3 

Enamel Vs Autoglaze metal 

ceramic disc

15 0.0019 ± 0.00

Group 4 

Enamel Vs  Overglaze metal 

ceramic disc

15 0.0027 ± 0.00

Group 5 

Enamel Vs  Polish metal 

ceramic disc

15 0.0017 ± 0.00

Group 6 

Enamel Vs PEEK disc

15 0.0008 ± 0.00
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Group N Mean ± SD F value P value

Group 1 

 
Enamel Vs  Enamel

15 0.0025 ± 0.00

41.15 0.000*

Group 2 

Enamel Vs  FRC disc

15 0.0146 ± 0.00

Group 3 

Enamel Vs Autoglaze metal 

ceramic disc

15 0.0225 ± 0.01

Group 4 

Enamel Vs  Overglaze metal 

ceramic disc

15 0.0326 ± 0.01

Group 5 

Enamel Vs  Polish metal 

ceramic disc

15 0.0178 ± 0.00

Group 6 

Enamel Vs PEEK disc

15 0.0066 ± 0.00



University J Dent Scie 2022; Vol. 8, Issue 4  

University Journal of Dental Sciences, An Official Publication of Aligarh Muslim University, Aligarh. India08

0

0.01

0.02

0.03

0.04

Group
1

Group
2

Group
3

Group
4

Group
5

Group
6

0.0025

0.0146

0.0225

0.0326

0.0178

0.0066

M
ea

n
 V

a
lu

e

Group

COMPARISON OF MEAN PERCENTAGE 
WEIGHT LOSS AFTER 5000 ROTATIONS

Mean Value

Group

 
N Mean ± SD F value P value

Group 1 

 
Enamel Vs  Enamel

 

15 0.0043 ± 0.00

47.78 0.000*

Group 2 

 

Enamel Vs  FRC disc

15 0.0258 ± 0.01

Group 3 

Enamel Vs Autoglaze metal 

ceramic disc

15 0.0318 ± 0.01

Group 4 

Enamel Vs  Overglaze metal 

ceramic disc

15 0.0451 ± 0.01

Group 5 

Enamel Vs  Polish metal ceramic 

disc

15 0.0294 ± 0.00

Group 6 

Enamel Vs PEEK disc

15 0.0131 ± 0.01
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 weightBaseline

cyclesdifferent  during weight - weightBaseline
 x 100
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